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    Foreword 
 
   This Ethiopian Standard has been prepared under the direction of Technical Committee for Textile- 

 Fabrics (TC 70) and published by the Ethiopian Standards Agency (ESA). 
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   In preparing this Ethiopian Standard reference has been made to the following:            
  
       ARS 1567: 2017 School wear fabrics ð Basic requirements  published by Afrian Regional Organization 

         for Standardization (ARSO)
      

 Acknowledgement is made for the use of information from the above publication.
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Textile –school wear fabrics  

Part-2: Student’s shirt fabric Specifications 
 
 

 
1. Scope 

This Ethiopian Standard specifies material and performance requirements for student’s shirt fabrics suitable for 

school uniforms. 

 
2. Normative reference 

The following referenced documents are indispensable for the application of this document. For dated references, 

only the edition cited applies. For undated references, the latest edition of the referenced document (including any 

amendments) applies. 

ES IS 11827 textiles - composition testing - identification of fibers 

ES ISO 1833-1 &11, Textile- Quantitative chemical analysis part 11: Mixtures of cellulose and polyester fibers 

(method using sulfuric acid) 

ES ISO 7211-1, Textiles – Woven fabrics – construction – Methods of analysis – Part 1: Methods for the 

presentation of a weave diagram and plans for drafting denting and lifting. 

ES ISO 7211-2, Textiles-Woven fabrics-Constructions- Methods of analysis part 2: determination number of 

threads per unit length 

ES ISO 3801, Textiles -Woven fabrics-Determination of mass per unit length and mass per unit area ES ISO 

13934-1, Textiles -Tensile properties of fabrics - Part 1: Determination of maximum force and elongation at 

maximum force using the strip me. 

ES ISO 13937-1, Textiles- Tear properties of fabrics- Part 1: Determination of tear force using ballistic pendulum 

method. 

ES ISO 3071, Textiles — Determination of pH of aqueous extract 

ES ISO 105-C10, Textiles — Tests for colour fastness — Part C10: Colour fastness to washing with soap or soap 

and soda 

ES ISO 105-X12, Textiles — Tests for colour fastness — Part C12: Colour fastness to rubbing 

ES ISO 105-E04, Textiles — Tests for colour fastness — Part E04: Colour fastness to perspiration 

ES ISO 9867 Textiles - evaluation of the wrinkle recovery of fabrics — appearance     method 

ES ISO 12945-2Textiles — determination of fabric propensity to surface fuzzing and to pilling — part 2: modified 

Martindale method 

ES ISO 12947-3 Textiles — Determination of the Abrasion Resistance of Fabrics by the Martindale Method —Part 

3: Determination of Mass Loss 
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3. Definition 
For the purpose of this document the definitions in ES 6265 shall apply. 
 
 

4. Requirements 
4.1. General Requirements 

The fabric shall be well singed. 

4.1.1. Have been made in accordance with sustainable textile ES 6702. 

4.1.2. Be of acceptable uniform make, width, colour(s), and finish, 

4.1.3. Be delivered in a clean and commercially dry condition. 

 

4.2. Specific requirements 
4.2.1. Blend composition of the fabric shall conform to the requirements given in Table1. 

4.2.2. The cloth shall conform to the requirements specified in Table1. 

 

Table 1:-Technical requirements for student’s shirt fabrics 

S.N Characteristics Requirement Method of Test 

 
1. Fibers/material composition in %  

 
ES ISO 1833-11  • Polyester 65±5 

• Cotton/Viscose 35±5 
2. Fabric structure 1/1Plain ES ISO 7211-1 
3. Yarn count in Ne  

ES ISO 7211-5 • Warp 35±5 
• Weft 35±5 

4 Grammage (GSM), g/m2 120+/-10 ES ISO 3801 
5 Tensile strength @ break in N, min  

ES ISO 13934-1 • War pway 600 
• Weft way 550 

6 Tear strength in N , Min 20 ES ISO 13937-1 
7 Dimensional stability (After3 washes) in  %, 

max 
 

ES ISO 6330 • Warp way 3 
• Weft way 3 

8 Wrinkle recovery per min 4-5 ES ISO 9867 
9 pH Value of fabric 6.0-8.0 ES ISO3071 
10 Color fastness to Light (change in color) min 5 ES ISO 105-B02 
11 Color fastness to Washing  min  

ES ISO 105-C10 • Change incolor 4 
• Staining of adjacent fabric 4 

12 Color fastness to Perspiration (acidic and 
alkaline) min 

  
ES ISO 105-E04 • Change incolor 4 

  
 ES 6582-2:2021

2                                                                                                                                                                                                                         ©ESA 



DRAFT  S
TANDARD

 

 

S.N Characteristics Requirement Method of Test 

• Staining of adjacent fabric 4 
13 Color fastness to Rubbing ,min  

ES ISO 105-X12 • Dry 4 
• Wet 3-4  

14 Pilling resistance /5000rubs/ Min 3-4 ESISO 12945-2 
15 Abrasion Resistance/5000rubs/ max 5 ES ISO 12947-3 
16 Whiteness index in %Min 

(for full white fabrics) 
60 ES ISO 105-J01 

 
 
 

5. Packaging, Labeling and Marking 
5.1. Packing 
Unless otherwise required, each piece shall be rolled, full-width and face inward, on an acceptable tube. Only 

pieces of the same type, width, design (when relevant), colour(s) and finish shall be packed together in a bulk 

container and shall be comply with ES 6700. 

 

5.2. Labeling & Marking 
The cloth shall be marked with the following information: 

a) Name of the material 

b) Composition, namely, polyester in percent and cotton/viscose in percent 

c) Length and Width 

d) Indication  of manufacturer name 
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Annex A 
List of Common Flaws/Defects 

 
One or more ends missing in the body of the material throughout its length, more than three ends missing at a 

place and running over 60 cm, or prominently noticeable double end running throughout the piece. Undressed 

snarls noticeable over a length exceeding 5 percent of the length of the piece. 

Smash definitely rupturing the texture of the fabric. 

Hole, cut or tear. 

Reed marks prominently noticeable over a length exceeding5 percent of the piece. 

Defective or damaged selvedge noticeable over a length exceeding 5 percent of the length of the piece. 

Weft crack or two or more is missing picks across the width of the fabric. 

Warp or Weft bar due to the difference in raw material, count, twist, luster, colour, shape or spacing of adjacent 

groups of yarns (starting mark 

Notice able oil or other stain in the fabric. 
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The Head Office of ESA is at Addis Ababa. 
 

 011- 646 06 85, 011- 646 05 65 
 011-646 08 80 
 2310 Addis Ababa, Ethiopia 
E-mail: info@ethiostandards.org,  
Website: www.ethiostandards.org 
 

 

 
Organization and Objectives   

The Ethiopian Standards Agency (ESA) is the national standards body of Ethiopia 
established in 2010 based on regulation No. 193/2010.ESA is established due to the 
restructuring of Quality and Standards Authority o f Ethiopia ( QSAE) which was 
established in 1998. 
 

ESA’s objectives are:- 
 

 Develop Ethiopian standards and establish a system that enable to 
check whether goods and services are in compliance with the 
required standards, 

 Facilitat the country’s technology transfer through the use of 
standards, 

 Develop national standards for local products and services so  as to 
make them competitive in the international market.  

 

Ethiopian Standards 
 

The Ethiopian Standards are developed by national technical committees which are 
composed of different stakeholders consisting of educational institutions, research 
institutes, government organizations, certification, inspection, and testing 
organizations, regulatory bodies, consumer association etc. The requirements and/ 
or recommendations contained in Ethiopian Standards are consensus based that 
reflects the interest of the TC representatives and also of comments received from 
the public and other sources. Ethiopian Standards are approved by  the National 
Standardization Council and are kept under continuous review after publication and  
updated regularly to take account of latest scientific and technological changes. 
Orders for all Ethiopian Standards, International Standard and ASTM standards, 
including electronic versions, should be addressed to the Documentation and 
Publication Team at the Head office and Branch (Liaisons) offices. A catalogue of 
Ethiopian Standards is also available freely and can be  accessed in from our  
website. 
 

ESA has the copyright of all its publications. No part of these publications may be 
reproduced in any form without the prior permission in writing of ESA. 
International Involvement 
ESA, representing Ethiopia, is a member of  the International Organization for 
Standardization ( ISO), and Codex Alimentarius Commission ( CODEX). It also 
maintains close working relations with the international Electro-technical 
Commission (IEC) and American Society for Testing and Materials (ASTM).It is a 
founding member of the African Regional Organization for standardization 
(ARSO). 

 
More Information? 

Contact us at the following address. 
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